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ABSTRACT

The undercooling of liquid metals is a fairly common observation, but the amount of

undercooling is limited usually by the action of heterogeneous catalysts. When a liquid is

subdivided into a fine droplet dispersion in order to isolate nucleation catalysis, substantial

undercooling may be observed before the onset of solidification, as demonstrated by the

increased undercooling limits established in the current work. At high undercooling. the
solidification of alloys can result in the suppression of the usual crystallization reactions and in

the formation of nonequilibrium phases with distinct and novel microstructures. A number of

processing variables have been established to control undercooling including: droplet size. melt

superheat, cooling rate and droplet surface chemistry. The application of thermal analysis
together with x-ray diffraction and microstructural examination methods has allowed for an

evaluation of the kinetic competition during phase selection, for the determination of the
decomposition and melting temperatures of metastable phases and for the assessment of

metastable phase diagrams. New advances have also been made in the understanding and control

of heterogeneous nucleation and in probing the thermal history of rapidly solidifying samples by

upquenching studies as well as in the development of new experimental capacity to study

composites. The understanding developed from droplet undercooling studies has a direct

application to Rapid Solidification Processing (RSP) and allows for an assessment of RSP

treatment in terms of the influence of undercooling and metastable phase equilibria on phase

selection and novel solidification microstructure development. The basic information that

droplet studies yield also has a broad application to many aspects of solidification processing.

The undercooling behavior of droplet samples has been determined by differential

thermal analysis. An assessment of the stability and thermal history of the solidification products

has been provided by calorimetric measurements, controlled upquenching and high temperature
x-rzy diffraction. Phase identification and microstructural characteristics in droplet samples are

essential for the proper interpretation of undercooling and solidification behavior and have been
studied, by. optical and electron metallography including TEM and Auger surface analysis on

--selected samples, -quantitative image analysis and x-ray diffraction methods.

The results of this study have allowed for a quantitative assessment of the undercooling

of, liquid' alloys, the stability of solidification structures, an improved comprehension of the

reaction path followed during alloy solidification including the influence of competing

metastable phase reactions and contribute to an improved understanding and modeling of

microstructure evolution during RSP and other processing such as spray deposition. surface



melting and composite fabrication. It is clear that the full potential for the use of nucleation

control in soldificatoin processing has not yet been realized.

INTRODUCTION

'The undercooling of liquid metals below their equilibrium melting point is a common

occurrence in solidification. Throughout the analysis of solidification processing. the conditions

of nucleation and liquid undercooling behavior have been recognized for the strong influence that

they' can exert on the initial stage of solidification structure formation. Moreover. undercooling

phenomenon are recognized as being of central importance in the nucleation of equilibrium and

non-equilibrium crystalline phases and in the formation of amorphous phases. At the same time.

in theoretical and applied crystal growth work the amount of liquid undercooling is regarded as

one of the critical parameters in determining the path of morphological evolution and the final

solidification structure.

Although undercooling effects can be observed during the slow cooling of a liquid metal.

most often, before an appreciable undercooling can develop, crystallization initiates at some

heterogeneous catalytic site [1]. In practice, nucleation catalysts may be activated by any of a

number of different types of sites in contact with the liquid including impurity aggregates.

foreign inclusions and container walls. However, a number of experimental approaches have

been developed which are effective in extending the range of observable undercooling and in

permitting the examination of the rapid crystallization that develops following nucleation at high

undercooling.

One of the highlights in the development of novel microstructures by advanced

solidification processing methods is the common occurrence of various metastable structural

states. Whether these structures represent ultrafine grain sizes, supersaturated compositions of

equilibrium phases or non-equilibrium phase structures, their development has expanded

significantly the range of microstructural options that are available for the synthesis of new

materials and the attainment of new levels of performance.

Although a given novel microstructure may be synthesized through a variety of

seemingly different processing routes, there is a common underlying thermodynamic criterion

that is always applicable. Through the various stages of a processing operation the initial state of

the reacting material must be energized to an elevated free energy configuration which represents

a partially relaxed state. In the case of solidification processing operations. the energized state is

achieved by cooling the liquid into the undercooled domain. While this view-point is widely



acknowledged and fiequently used to account for metastable structure synthesis. the application

is usually developed in a qualitative manner. For the most part this is due to the difficulv in

accessing the undercooled state in a manner which allows for the measurement of the releant

thermodynamic properties. In fact, most of the thermodynamic measurements pertaining to

metastable solidification reactions have been obtained from droplet samples which can exhibit a

deep undercooling during slow cooling [2-5]. The commonly used rapid quench methods do not

permit reliable thermodynamic measurements in general.

The establishment of melt undercooling as a key variable in microstructural development

provides an important link between rapid quenching studies and undercooling research. Indeed.

in many respects undercooling is a more fundamental parameter than cooling rate. In most work

on RSP, cooling rate is used as a convenient process variable. However, in solidification studies

on undercooled samples. it has been demonstrated that undercooling can be treated in a

meaningful way as a process variable [2, 4. 6. 7]. Accordingly. examination of solidification in

undercooled liquids can contribute to the basic understanding necessary for a successful

microstructure control and alloy design in the optimization of processing treatments.

Solidification processing has been and continues to remain one of the dominant

processing approaches for materials. One of the main reasons is the flexibility that solidification

processing offers, for adaptation to new approaches to materials design and structure synthesis

and the fabrication of components. These attributes allow for the production of premium quality

material in a cost effective manner.

As a result of numerous studies on the rapid solidification of liquids it has become

clear that the processing conditions play a major role in determining the selection of specific

solidification phases and microstructural morphologies. Indeed, the rich variety of solidification

microstructures that is accessible by RS? represents an important strength of the approach. At

the same time, the flexibility in microstructure selection represents a key challenge to

implementing a coherent guide to the control of processing that will permit an optimization of

alloy design and processing in order to achieve a given structure. During the current work

progress has been achieved in developing the desired alloy design and processing guide based

upon advances in the fundamental understanding of some of the intrinsic sample characteristics

and extrinsic factors involved in melt processing that control structure selection and
development. Much of the current effort has focused upon melt undercooling as the key process

variable, but new insight has also been developed on the role of external cooling rate and the

interaction between cooling rate and undercooling in microstructure formation.
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An effective experimental approach that may be applied successfully to yield large

undercoolings before the initiation of solidification involves the slow cooling from the melt of a

dispersion of stabilized fine droplets [2,9]. An important advantage of the droplet method is the

capability to determine both the undercooling to the start of solidification and the nucleation

kinetics. In addition. the high liquid undercooling that is possible in droplet samples has been

found to result in conditions favorable for the formation of metastable solid structures during a

slow cooling which are similar to those produced during rapid quenching treatments. Beyond

these kinetic features, the use of droplet samples allows for the structural characterization of the

solidification product phases and the microstructural morphology and for the measurement of the

properties of the metastable undercooled liquid state [10]. With the advent of improved sample

preparation and more extensive structural determinations, the droplet method has provided also a

basis for the judgment of the phase selection nucleation kinetics tl.at govern structure

development during rapid solidification processing [4,11]. Moreover, this information represents

a background that is needed in order to develop a new alloy design strategy to optimize the

desirable microstructural features of RSP treatment.

As part of the investigation of melt processing. progress has been made in the analysis

and interpretation of metastable phase formation. The application of metastable phase diagrams

and To constructions are now recognized as valuable aids in such an analysis. Further work on

analytical treatments based upon physical models of heat flow and nucleation and growth

kinetics has also been advanced to allow for the development of an understanding of the

competitive solidification kinetics that controls the formation and evolution of metastable phases

and novel microstructures. New capabilities for experiment and analysis have also been

established in the examination of controlled nucleation catalysis, thermal stability of metastable

structures, the influence of composite reinforcement particles to modify the solidification

pathway and the development of solidification microstructural maps.

While progress has been made, there are still important challenges to understanding that

remain to be addressed in the solidification of highly undercooled liquids. For example, the

reliable prediction of nucleation control of structure selection is an open issue, but there are

developments in experiment and analysis that offer promise for new predictive capability.

Although the experience in rapid solidification has increased, it is certainly not a mature area.

New advances continue to be made. Some developments represent totally new observations and

others represent a better understanding of reported behavior. Beyond the potential for innovative

applications, rapid solidification has provided an experimental vehicle and a stimulus that has

pushed the limits of the basic understanding of structure development. These developments have



a wide impact on a range of processing applications including spray deposition. surfhce melting.

soldering and composite fabrication.

I. BACKGROUND

L.A Droplet-emulsion Undercooling Technique

A large continuous sample of liquid metal contains a variet, of catalytic nucleation

centers which acts to preclude the attainment of high levels of undercooling prior to

solidification. Since crystallization will be cataly7ed by the most potent nucleation site present. a

means of circumventing the effect of catalytic sites such as oxides or container walls is necessary

in order to observe extensive undercooling. Following from this basis, an effective approach to

obtain large undercoolings is to disperse the bulk liquid into a collection of fine droplets which

effectively isolates potent nucleation sites into a small fraction of the droplet population. The

effect of these catalytic sites will then be restricted to the few drops in which they are located.

The high purity liquid sample is dispersed within a suitable carrier fluid, and droplet

independence is maintained by the formation of thin, inert surface coatings which are not

catalytic to crystallization. When a sample of liquid metal in the form of a stabilized droplet

emulsion is cooled, those droplets containing potent nucleants will freeze at low undercoolings.

but the majority will not freeze until reaching the maximum nucleation undercooling level which

can range from 0.3 to 0.4 Tm [11].

In considering the droplet approach to undercoolii,, a distinction should be made

between the several modifications of this technique which have been employed by a number of

investigators in the past. For example, in the droplet substrate method [9]. a small sample of

liquid metal is placed on an inert glass substrate in a chamber with an inert reducing atmosphere.

With this approach, the onset of solidification is determined by visual observation of the change

in surface reflectivity of a metal droplet which is about 50-100 ýtm in dinmeter. In the entrained

droplet technique [12], a bulk alloy sample is equilibrated in a liquid-solid two-phase field with

the temperature and alloy composition selected so that only a small fraction of the volume will

be liquid. Since the liquid phase is in contact with the primary solid solution. which is a

potential heterogeneous nucleant, the undercooling achieved with this sample configuration

would be expected to be smaller than that attained using techniques in which the liquid is not in

contact with an active catalyst. In addition, several other procedures have been developed for

generating liquid metal droplet dispersions which exhibit a propensity for substantial

undercooling. These droplet forming techniques include exploding wires [13]. shotting [14] and
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the containerless solidification in drop tubes [15]. While the majority of droplet undercooling

schemes have a provision for some method of temperature measurement, the undercooling

tendency of liquid metal droplets in most atomization methods is usually judged from

microstructural observations.

Another approach for bulk samples uses the removal of active nucleation sites from the

melt to achieve high levels of undercooling. The removal of catalysts is usually accomplished by

physical separation of the sites from the liquid or by chemical treatment wvhich acts to

incorporate or deactivate possible catalytic sites in the presence of a chemical containment layer.

These approaches include the containment of a liquid sample in an inorganic glass [8.16] as well

as the levitation of a bulk melt using induction [17] and have demonstrated that in some cases,

large levels of undercooling (of the order of 0.2 Tm) may be achieved. The layer of glass

encasing the melt is believed to promote undercooling not only by isolating the liquid from

catalytic sites present on the crucible walls, but also by a possible scavenging action of

nucleation centers that may be distributed within the volume of the melt.

Besides these specific undercooling techniques, it is clear that atomization of liquids is a

commercial RSP method which incorporates an effective nucleant isolation operation as well as

rapid quenching.

In principle, the droplet emulsion method of sample preparation appears to offer a

relatively simple means of isolating internal catalysts which tend to promote nucleation of the

solid at low levels of undercooling below Tm. In fact, samples of liquid metal in the form of

droplet emulsions have yielded undercooling results which exceed the values reported by any

other undercooling method (such as the droplet substrate or encased melt techniques) by a large

margin [1 1]. In practice, the effectiveness of the dispersion operation appears to be limited by the

nature of the surface film and the droplet supporting medium. It appears clear that the liquid

metal-substrate (i.e. coating ) interaction is important in determining the level of undercooling

observed prior to nucleation [2,4,18]. Similarly, a variety of possible surface films consisting of

different metal oxides, sulfides, and salts may be formed on liquid droplets, but the selection of

a suitable film that is inert in catalyzing nucleation is quite difficult as is the selection of a

suitable inert, stable carrier fluid. In general it is desirable that the liquid wet the coating more

effectively than the solid so that amorphous coatings appear to be preferable. At the same time

the coating/carrier fluid surface energy must be low to allow for a high degree of dispersion that

is necessary for effective emulsification. However, there is at present, no set of well established

guidelines to follow in selecting a satisfactory inert coating film for a particular metal or alloy.

Nevertheless, the acquired experience in applying the droplet emulsion technique has indicated
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that film coatings can be generated on a variety of different metal surfaces which permit the

attainment of the largest reported maximum undercooling limits 14,111.

Furthermore, the experience gained from earlier work on relatively low melting point

metals ( Tm < 500'C ) using organic carrier fluids has permitted the extension of the droplet

emulsion technique to high melting point metals [6.19]. With the current experience it is now

possible to prepare droplet emulsion samples in molten salt fluids from alloys with melting

points up to I 100°C (including Cu-based alloys) which exhibit large undercooling values. A

further extension of the droplet technique now allows for direct measurement of the effect

cooling rate on the undercooling potential of the liquid. Nucleation temperatures can now be

measured for cooling rates approaching 103 'C/sec. In addition during the current program

advances in droplet sample preparation have established the capability to examine composite

droplet samples containing solid particles-liquid metal mixtures. Such samples are produced by

either in-situ particle formation in emulsified droplets or by dispersing a bulk melt containing

incorporated particles. This development represents a major advance in the application of

droplet samples to study melt-particle interactions that govern the kinetics during solidification

processing of metal matrix composites and is a good example of the versatility of droplet

samples in studying solidification processing. On the basis of the experience of continued

development of the droplet emulsion technique both in terms of achieving increasing

undercooling limit values and in terms of extending the upper working temperature and the range

of alloys that can be examined, it is expected that further developments and improvements in

undercooling capability and in the variety of alloys and composites that can be studied will be

made during the proposed program.

1.B Thermal History Behavior

Understanding microstructural evolution during rapid solidification of an undercooled

melt requires a consideration of the effects of recalescence which results from the rapid release of

the latent heat of fusion. For an undercooled liquid droplet (which can be assumed to represent

an adiabatic system [20] the maximum temperature reached during recalescence, TRmax, is

governed by thermodynamic considerations: the latent heat of fusion, the specific heat of the

sample, and the degree of undercooling prior to the onset of crystallization. For a binary alloy, if

the undercooling is large enough so that TRmax is less than the To temperature, the liquid is said

to be hypercooled. and the entire droplet may solidify in a partitionless manner. However. since

the hypercooling condition is not frequently achieved (even for the high liquid undercooling

levels attained with the DET), the solidification of undercooled melts will usually involve a stage

which occurs once TR exceeds TS during which the growth rate of the solid is much slower.
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"That portion of the droplet which freezes during this stage of solidification can exhibit a

segregated solidification pattern as opposed to the compositionally homogeneous solid which

forms prior to recalescence above TS.

A schematic representation of recalescence behavior is shown in Figure 1 for an alloy of

composition Co. This representation assumes solidification by slow cooling in an adiabatic

system. The liquid of composition Co is slow cooled along path 1. and upon reaching point 2 at

a temperature TN > TNhyp the unde', ,oled liquid begins to solidify fbrming solid of

composition Co. As solidification is occurring heat is released sufficient to reheat the sample

(along path 3) until a maximum temperature TRmax is reached, at which point cooling of the

sample continues since the sample is in a surrounding environment at a temperature of TN (due

to adiabatic assumption, environment is not allowed to change temperature as a result of

recalescence). Cooling of the sample from TRmax results in the solidification of the remaining

liquid fraction of the droplet according to the usual alloy solidification pathway [21]. The result

will be solute partitioning in that portion of the droplet solidified after TRmax, with

compositions of liquid and solid in equilibrium at the interface varying, respectively, along the

liquidus and solidus curves from TRmax to TS(Co) (path 4). Thus the post-solidification droplet

would be expected to consist of an initial fraction solid of uniform composition and the

remainder of the droplet with a segregated structure (possibly dendritic) resulting from solute

partitioning along paths 3 and 4 in Figure 1. As the droplet recalesces above TS, the Co solid

which formed during the initial stage of solidification becomes metastable with respect to

formation of a two-phase mixture of solid + liquid with compositions given by the equilibrium

phase boundaries. Therefore, once TR exceeds TS, an important factor controlling TRmax is the

kinetic stability of the Co solid with respect to melting. For this reason, the melting behavior of

an initially homogeneous solid solution alloy during continuous heating was examined as a

function of upquenching rate. The metastable melting behavior has been demonstrated for Sn-Bi

alloys which were carefully prepared as homogeneous tin-rich solid solutions prior to continuous

heating at different rates [13]. As the applied heating rate increased an additional thermal signal

between the solidus and liquidus temperature was detected which remained invariant with further

increases in heating rate. The plot of these metastable melting events as a function of

composition is shown in Figure 2 superimposed on the portion of the phase diagram. The

calculated To curve based upon a dilute solution approximation is also shown for comparison

and indicates good agreement between the measured invariant metastable melting event and the

To curve.
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l.C Dispersed particle catalysis

In almost all solidification processes, the crystallization of a bulk liquid volume occurs

through favorable interaction between the melt and internal or residual catalysts which act as

heterogeneous nuclei. The heterogeneous sites can be melt impurities or other external catalysts

inherent to most casting processes. To a large extent the heterogeneous sites ultimately control

the initial solidification structure type. size scale, and spatial distribution of product phases.

Effects induced from heterogeneous nucleation catalysis also exert a strong influence on

the resultant grain size, phase morphology and compositional homogeneity as well. In order to

modify and refine the as-cast solidification microstructure. it is common practice to intentionally

inoculate a melt with particle catalysts that surpass the catalytic activity of other less potent

heterogeneous nuclei in contact with the bulk liquid. By using this inoculation procedure, the

added catalysts can promote the nucleation of a refined primary phase, alternative product phase

morphologies, or the formation of fine equiaxed as-cast grain structures with enhanced

mechanical properties.

There is a wide commercial application of cast alloy treatments that modify the initial

solidification characteristics to provide a means for effective control of grain size and

morphology. Examples include the addition of ferrosilicon to cast iron in order to promote the

nucleation of graphite; Zr or C can be added to refine Mg alloys; P is introduced to AI-Si alloys

to refine the primary Si phase size; As or Te can be added to Pb alloys; and Ti is added to Zn

based systems. Other additives, such as Na in AI-Si alloys, are used to modify the growth

morphology. In addition there is also a wide body of experience on the grain refinement of Al

based alloys by AI-Ti and AI-Ti-B melt additions [22-34].

While the success of inoculation procedures is clearly established, the actual performance

of inoculant additions in practice exhibits a fair amount of variability. For example, AI-Ti and

AI-Ti-B master alloy additions that refine Al alloys are relatively complex and minor changes in

the manufacturing process used to prepare them can result in significant differences in their

effectiveness [30, 35, 36]. Moreover, even though there is a broad data base of literature

concerning grain refinement processing, an understanding of the actual mechanism(s) by which

grain refining agents operate in a melt still remains uncertain.

The basic requirements for an effective nucleating agent can be assessed from

consideration of nucleation theory [37-39]. In order to promote the formation of crystals on an

intended nucleant, the interface between the nucleant and the liquid should be of higher energy
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than that between the nucleant and the solid. This condition is maximized by providing

nucleant-solid crystallographic relationships that result in low disregistry orientations between
the respective lattices. In fact, the potency of a given catalyst is believed to be increased for

decreasing values of relative lattice disregistry with the crystalline phase. and results in

solidification at lower levels of undercooling. However. under conditions of poor

crystallographic fit, a reduction in interfacial energy may occur through chemical interaction
[37], electronic interaction [40], or the formation of interfacial compounds and adsorbed reaction

layers that are experimentally associated with much larger levels of undercooling [12, 38. 41]. In

addition to the basic requirement of lattice stability, to insure effective catalysis of solid, the melt

should tend to wet the surface of the nucleant. Improved mutual wetting characteristics are

generally associated with a decrease in substrate-liquid interfacial tension and can be affected by
parameters such as substrate surface roughness [42-44], substrate porosity [45], temperature [46-
47], and adsorption phenomena induced by increased chemical affinity at the interface [48] or

impurity effects in the liquid and surrounding atmosphere [49-51 ].

As an additional prerequisite for inoculant particles used as grain refining agents, the

onset of solidification should not be followed by a rapid crystal growth, to allow the full effect of

the potential nucleants to be realized. In alloys the growth restriction may be achieved as a
consequence of solute redistribution during freezing which allows for nucleants dispersed

throughout the melt to become effective and favors an equiaxed grain structure [24, 52, 53].

Within these general requirements, a number of compounds appear to act as effective

catalysts for the nucleation of Al with disregistry values below 10% and nucleation

undercoolings of less than -5°C [26, 29, 31, 54]. However, the exact identities of the active

nucleants have not been established by direct observation, but rather the operative nucleants have
been inferred from thermal and structural results obtained from standard bulk refinement tests.

The issue of specific nucleant identity is crucial when it is considered that in commercial

melts, a broad spectrum of catalysts exists that may operate singly or together to yield

crystallization events. The presence of uncontrolled nucleation sites can yield irreproducible

catalysis results that are related to the sample environment and the population of internal
particles which may be comprised of several different structural types with variable sizes, size

distributions, and surface conditions. For example, in Al castings containing refining agents
which approach ideal effectiveness, the number of grains in a casting should approach the total

number of inoculant particles added to a melt. However, from actual ingot grain density

measurements in Al alloy castings containing inoculant additives, a grain density corresponding
to only 1-2% inoculant particle effectiveness is usually observed [30]. Also, it appears that small
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amounts of V, Cr, and Zr can act to poison catalytic particle surfaces [25. 30. 55].

Since the nucleation and growth characteristics of grain refinement indicate a sharp

selection of particles in terms of refinement effectiveness, it is important to investigate and
identify the parameters that influence the catalysis of grains and the specific physical
mechanisms that govern heterogeneous nucleation processes. With bulk melts and uncontrolled
sample environments, it is not clear that such a study can be accomplished in a reliable manner.

However, by using the DET to produce droplet emulsions containing incorporated

particle catalysts, residual catalytic interaction between intended nucleation sites and residual
sites present in bulk samples and their environments are eliminated. In addition, the ability to
produce changes in droplet coating chemistries allows for the assessment of secondary
interaction between the particle catalysts and the applied droplet surface coatings. Analysis of

secondary interaction allows for the assessment of the true catalytic potencies of intended
inoculants by using differential thermal analysis (DTA) [56]. Moreover, because inoculant

particles are isolated into individual droplets within an emulsion sample, the DET has been used
to produce powders of commercial Al master alloy grain refiners. DET processing of master

alloys results in the incorporation of effective and ineffective catalyst particles within discrete
droplets [57]. This technique used in conjunction with analytical x-ray and microbeam studies
has allowed for the subsequent identification of chemical and morphological differences between
the catalytically potent and ineffective particle species for the first time in commercial grain

refiners [58].

I.D Design of high temperature Al alloys

As a result of an extended effort in a number of laboratories a new generation of

advanced high temperature-high strength Al alloys has evolved through the direct application of
RSP. Among these developments several alloys classes have been shown to be suitable for

temperatures up to about 325°C including Al-Fe-Ce[60], Al-Fe-Mo[61], Al-Fe-V-Si[62] and Al-
V-Zr[63]. In all cases alloying additions yield intermetallic phase dispersoids (both stable and

metastable) that display very low solubility in Al. The strengthening dispersoid phases are
present in fairly large volume fraction (i.e. 20-30%) as a direct result of RSP to form a

supersaturated solid solution or to use the liquid phase to solutionize the solute and allow
dispersoid formation to initiate on a fine scale during solidification. From this base of
experience, it is now recognized that in order to maintain a high volume fraction of fine scale
particles in an Al matrix at relatively high temperature, it is essential to apply an alloy design that
minimizes the effects of coarsening on the particle size distribution.
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The essential features of the design strategy may be illustrated by examining the LSW[64.

65] model for volume diffusion controlled coarsening where the average particle size j varies

with time. t. as

a-3 -a3  k'/,D DBCB•?t
kT

where d0 is the initial size. K is a constant, 7,,, is the particle matrix interfacial energy. C, is the

solubility in the matrix, VB is the partial molar volume in P3 and kT has the usual meaning.
Therefore, for a volume diffusion controlled process the effect of coarsening is minimized by

reducing the (y,,,DBCB) product to as low a value as possible. For the most promising high

temperature Al alloys, CB is at very low levels and the DB values for transition metal [66] and

rare earth [67] solutes are also small so that much attention has been focused on y=,•. Indeed in

several detailed studies of the relative coarsening behavior a clear and consistent trend has

emerged [68]. The lowest coarsening rates are associated with intermetallic particle dispersions

which may be expected to have the lowest values of 7,,y, based upon a low lattice misfit between

the particle and Al.

Based upon the current experience it appears that the lowest coarsening rate is achieved
with particles that have an L12 structure and low misfit with Al. In addition a comparable

coarsening behavior or somewhat slower coarsening is reported in Al-Fe-V-Si alloys where the
dispersoids are based on A113 (Fe,V) 3 Si and A112(Fe,V) 3 Si2 complex silicides which also may
have a low interfacial energy with Al. It is interesting in retrospect to note that the finding of an

L1 2 dispersoid phase in Al as a favorable alloy design is analogous to the combination of
Ni 3AI(L 12) in Ni which is the foundation of Ni-base superalloys. In AI-Zr, Al-Ti, and Al-Zr-V
where the attributes of L1 2 particles were established initially processing limitations restricted

the maximum volume fractions to under 5%. While the processing limitations were not

quantified it seems clear that these systems exhibit peritectic reactions with steeply rising

liquidus temperatures to increase the level of supersaturation to achieve high volume fractions of
dispersoid phase requires an increasing liquid undercooling. Moreover, due to recalescence
effects attempts to increase the supersaturation level may yield non-uniform solidification
microstructures. In order to address the solidification processing limitations it is useful to
consider another class of solute addition based on rare earth metals that develops an L I2
structure, but also exhibits a eutectic reaction with Al. In this case, of course, liquidus
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temperatures exhibit a shallow decline until hypoeutectic compositions are reached so that high

levels of supersaturation are facilitated. At the same time it is important to define the extent of

the coupled zone, where cooperative eutectic growth develops. especially for hypereutectic

compositions to which the coupled zone may be displaced [69]. In addition, for hypereutectic

compositions other intriguing possibilities exist for novel control of the solidification

microstructure that warrant investigation. For example, for an L12 AI3 RE (RE--Rare Earth)

phase with low misfit with Al, the particles may be expected to promote efficient grain

refinement. This has been demonstrated with AI3 Sc, but unfortunately Sc is quite expensive. In

this case, at high undercooling a high density of fine Al3 RE particles can develop as a primary

phase with each particle promoting the nucleation of Al during further cooling and effectively

modifying the development of a cellular/dendritic structure that is usually observed in systems

where the intermetallic particle lattice is not closely matched to Al.

II. RESEARCH ACCOMPLISHMENTS OF THE CURRENT PROGRAM

During the current program, research has been focused upon metastable phase formation

and the controlling phase selection reactions, the evolution of solidification microstructure under

the combined influence of undercooling, heterogeneous nucleation sites, recalescence and

external cooling and several other aspects of undercooled alloy solidification and product

structure stability. The experimental approach that has been applied to carry out these studies is

based on the droplet emulsion technique. With this method, samples may be produced which

exhibit large undercoolings prior to solidification during slow cooling (10-30°C/min) and which

may be maintained in the metastable undercooled state for extended time periods without the

intervention of crystallization.

At deep undercoolings equilibrium crystallization reactions may be bypassed and

metastable solid phases can be produced during freezing. With thermal analysis and x-ray

diffraction measurements it has been possible to examine the undercooling conditions for

metastable phase formation and to elucidate the kinetic competition during crystallization.

Often, the microstructural morphology and the structure of product phases that solidify from the

melt have features which are distinct to high undercooling solidification. Several examples of

fine-scale eutectics, multizone structures, and ultrafine dispersoids as well as uniform.

supersaturated solid solution morphologies have been identified in droplet samples.

For selected reactions it has been possible to identify the solidification path for

crystallization from the undercooled liquid state. With samples containing known nucleation

catalysts, thermal analysis and x-ray diffraction study has been used to identify a path for the
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generation of supersaturated solid solutions and metastable intermediate phases. Based on these

findings it has been possible to develop a framework for describing the reaction paths followed

during high undercooling solidification in terms of metastable phase diagram constructions [70].

In one case for the Sn-Sb system a fairly detailed and complete experimental measurement and
thermodynamic modeling evaluation of the stable and metastable equilibria has been performed

[87, 88]. Which has exposed new behavior during peritectic solidification and the development

of supersaturated solid solutions in peritectic systems at high undercooling. In another study on

solidification in undercooled AI-Y eutectic alloys, two new structural options have been
identified which offer intriguing opportunities for microstructural design. For Al-rich alloys a

metastable ordered phase with an L 12 structure has been synthesized and has been shown by

TEM observations to retain coherency with the Al matrix after elevated temperature exposure.

For intermediate alloy compositions it has been demonstrated that the stoichiometric A12 Y line

compound can be extended to a significant single phase region with composition range of about

20at%Y. The synthesis of supersaturated line compounds represents a new option as a precursor

to the development of fine-scale multiphase microstructures.

In a complementary examination, the use of droplet samples with controlled undercooling

levels and known nucleation catalysts has permitted the documentation of new features

governing heterogeneous nucleation [56]. For example, it is often considered that the lattice

disregistry in a hetroepitaxial relationship between a catalyst surface and the nucleus is the key to

controlling heterogeneous nucleation undercooling, at least at low undercooling. However, at

high undercooling there is now clear evidence that a chemical interaction at the catalyst surface is
important in establishing catalytic potency. Some of the implications of chemically controlled

catalysis for wetting behavior during soldering and solidification processing of composites have

also been explored in an initial study.

Several new applications and analysis methods involving droplet samples have also been

advanced during the current research. A new perspective on rate effects has been established to

allow for the measurement of nucleation undercooling temperatures at cooling rates approaching
103°C/sec. These results have been coupled with a nucleation kinetics model and measured

thermodynamic properties to provide a quantitative assessment of the measurement requirements

for reliable analysis of nucleation rates [71]. Moreover, new observations on heterogeneous

nucleation during continuous cooling indicate that the usual model analysis assumption of a

static catalyst/melt interface is not valid in all situations. The influence of catalyst/melt interface
dynamics (i.e. step structure) on nucleation behavior can be monitored by the measured kinetic

responses in droplet samples. An important advance in the development of solidification
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microstructure maps for rapid solidification has been achieve in the Fe-Ni system where an

analysis has provided a unified interpretation of microstructure evolution in samples spanning

seven orders of magnitude in volume.

Several advances in experimental capability have been established during the current

work. An important development in the controlled upquenching of droplet samples has provided

a direct measurement of metastable phase boundaries and the first reports of To measurements

[72]. A new level of detection sensitivity in thermal analysis has been establish to allow for the

measurement of thermal signals from only 50 droplets and may be increased further with optical

fiber methods. Besides dynamic experiments, new capability has been added for in-situ analysis

of phase selection and the thermal stability of product structures with an x-ray diffraction system

that is equipped with a position sensitive detector for rapid data acquisition at elevated

temperature.

In addition, the droplet technique has also been modified to allow for analysis of the

catalytic potency of various compounds for nucleation of a metallic phase through the

incorporation of inoculant particles into the droplets during emulsification [56]. This technique

is currently being used to evaluate the effectiveness of Al grain refining master alloys [57] and

has been extended to permit the examination of reinforcement particle/melt interactions that

influence the solidification processing of metal matrix composites.

In the following sections, a description is given of the results of the current areas of study.

When these findings are viewed together, several new features of the solidification of highly

undercooled alloys can be identified from the droplet studies. The significance and implications

of these observations are discussed in terms of the factors determining the rate of solidification,

the phase selection process for the solidification products, and the microstructural evolution. A

consideration of the results is of value not only in demonstrating the unique potential of the

droplet technique, but also in providing the necessary background for the further development of

the application of the droplet method to study the solidification of undercooled liquid alloys.

II.A Undercooling Behavior of Pure Metals

The droplet emulsion technique has proved to be a very effective means of attaining high

levels of liquid undercooling. Present experience with the droplet method has identified a number

of processing parameters that are likely to govern the optimization of undercooling in powder

samples [73]. These processing variables include droplet size refinement, sample purity, droplet

surface coating, uniformity of coating, cooling rate and melt superheat as well as alloy
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composition and applied pressure. Although the influence of these processing variables has been

demonstrated with droplet experiments, the results are general and are expected to apply to other

processing methods where direct measurement and control of solidification is more difficult.

The effect of the various processing parameters on the undercooling response Is

summarized in Table 1. Even when these processing conditions are satisfied to produce

maximum undercooling. experience suggests that solidification is still initiated by a

heterogeneous nucleation site associated with the sample surface [74].

Table I

Parameter Undercooling Response Remarks

Droplet Size Increased AT with size Nucleant isolation follows

refinement at constant T Poisson statistics

Droplet Coating Function of coating structure Most effective coating is

and chemistry, major effect in catalytically inert

limiting AT

Cooling Rate AT generally increases with Changing T can alter the

increasing T nucleation kinetics

Melt Superheat System specific Appears to be related to

coating catalysis

Composition Tn follows trend of TL Melt purity not usually

critical

Pressure Tn parallels melting curve Change in response can signal

trend alternate phase formation

Therefore, it appears that close attention to the nature of the powder surface coating is of prime

importance in achieving reproducible. large undercooling values in fine powders. The maximum

undercooling limits for several pure metals measured using thermal analysis are listed in Table 2.
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Table 2

Element Previous Studies Current Studies

AT (°C) AT/Tm Reference AT CC) AT;Tm

Al 130 0.14 Turnbull and Cech (1950) 175 0.19

Sb 135 0.15 Turnbull and Cech (1950) 210 0.23

Bi 90 0.16 Tumbull and Cech (1950) 227 0.41

Cd - - 110 0.19

Ga 150 0.50 Bosio et al. (1966) 174 0.58

In - - 110 0.26

Pb 80 0.13 Tumbull and Cech (1950) 153 0.26

Hg 80 0.34 Turnbuil (1952) 88 0.38

Te - - 236 0.32

Sn 117 0.23 Pound and LaMer(1952) 191 0.38

Based upon the comparison presented in Table 2, current studies have demonstrated

clearly that the previous maximum undercooling values actually correspond to heterogeneous

nucleation conditions. Indeed, the present findings emphasize that further nucleation kinetics

studies are necessary before a complete characterization of the revised undercooling limits in

terms of heterogeneous or homogeneous kinetics is possible.

II.B Solidification of Al Alloy Powders

A similar influence of powder processing parameters has also been found to prevail in the

treatment of Al-rich alloys as well. The solidification microstructure that develops in Al alloys

has been documented to be related closely to the initial level of undercooling at the onset of

solidification [75,76]. Of course, with alloy solidification the available pathways for freezing

from an undercooled state involve a variety of options. In this case, the microstructural and

thermal history capabilities that can be applied in the controlled solidification of powder samples

produced from the DET are of particular assistance in identifying the operative pathway under a

given set of processing conditions. A number of the RSP pathway options can be analyzed by

examining the solidification of droplet samples in several Al alloy systems. some of which offer

useful potential for dispersoid formation.

Through the control of melt undercooling in Al alloy droplet emulsions, highly dispersed

phase mixtures have been produced in several alloys through various phase separation reactions,
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fine scale eutectic growth. precipitation of phases from supersaturated solid solutions, and from

the decomposition of metastable phases [771. In addition. the microstructural morphologies that

develop during the solidification of the undercooled Al alloy droplets under slow cooling

conditions are also comparable to the structures that evolve during the rapid quenching of

atomized powders. Therefore. the information obtained from the alternative soliditication

pathways and the current experience with Al alloy droplets has allowed tbr favorable

microstructures to be developed and can be used as a basis for effective RSP alloy design. In

addition the AI-Y and Al-Be alloys have produced results that have increased our understanding

of using the DET with alloys containing highly reactive elements. The DET under unfavorable

conditions can "purge" the reactive elements from the powder. The purging effect can be uniform

throughout the sample volumes as in the Al-Be system or can be random as in the AI-Y system.

Initial work has demonstrated that this purging effect can be changed by certain processing

parameters such as salt, cover gas and composition.

As part of a continuing study of Al alloy systems that offer the potential for the

development of large volume fractions of fine dispersoid phases with high temperature stability

the current focus has been directed towards Al-rich AI-Y_ alloys. As shown in Figure 3 the AI-Y

system exhibits a eutectic between Al and A13 Y at about 3.lat%Y and Al has a maximum

equilibrium solubility of less than 0.03at%Y [78]. The alloying effects of Y are of interest in

several respects. First, Y2 0 3 is more stable than A12 0 3 so that Y additions may be expected to

modify surface coatings which in turn will influence the undercooling and solidification

behavior. Secondly, several metastable phase effects have been reported including significant

supersaturation of Y in Al solid solution [79], a substantial increase in the solubility range of

AI2Y (C 15) [801 and the development of a metastable LI2 structure phase [81]. Along with the

DET process other RSP techniques as two-piston anvil splat quenching and single roller melt-

spinning have been used to access metastable phase formation in Al-Y alloys and to explore a

range of solidification processing conditions.

A partial AI-Y binary phase diagram indicating the range of compositions studied and the

phases that were formed is given in Figure 4. In the region of the Al rich eutectic x-ray

diffraction analysis, and TEM analysis indicate the development of a metastable L I2 phase. The

lattice parameter of the L1 2 phase. presumably A13 Y in stoichiometry, was determined to be

0.4234 nm. The observed lattice parameter of the L-12 phase in the AI-Y system is similar to

those observed for the Al 3 Ho and A131Dy compounds exhibiting the LI2 crystal structure at

elevated pressure where L1 2 lattice parameters are 0.4230 nm and 0.4236 nm respectively [82].

In other work the lattice parameter of A13 Y in the LI2 crystal structure was calculated to be
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0.423 nm[831. Initial TEM r,."•ults indicate that the 1,P2 particles are coherent with the matrix

and are potent dispersion strengtheners [84]. Thermal cycling of the AI-3at%Y sample showed

an exothermic signal on first heating at around 240'C corresponding to the decomposition of the

metastable structure. However, some of the Li-) crystal structure was still detectable by XRD

following heating of the sample to 550'C in the DSC. This is illustrated in Figure 5. which

consists of an XRD trace of the AI-3at%Y sample in the as-solidified condition and in the post

thermal cycling condition. It should be noticed that the relative intensity of the LI-) 1,111

reflection decreases after thermal cycling and reflections of' the [-Al3 Y phase become evident.

The continued detection of the LI2 phase with XRD after heating to 550'C in the DSC, suggests

that many of the particles retain coherency with the matrix, moreover the potential for a large

volume percent of second phase particles indicates that the alloy system is worth investigating

further fbr its possible elevated temperature capabilities.

An important issue to resolve in the continuing studies is related to the solidification

pathway for formation of the metastable L 12 phase in undercooled AI-Y samples. There have

been two possible pathways that can be identified based upon the current work. The first

consisting of supersaturation of the aluminum primary phase with subsequent solid state

precipitation and growth of LI2 particles. Supersaturation of the aluminum phase would require

extensive undercooling for the hypereutectic alloys due to the rising liquidus of the AI3 Y phase.

The s.,cond mechanism consists of nucleation of the L 12 phase perhaps at a non-stoichiometric

composition from the liquid and subsequent growth of the L 12 with the last liquid to freeze being

slightly supersaturated primary aluminum. An examination of the possible metastable phase

boundaries suggests that this pathway may only require a modest undercooling; especially if the

initial L12 phase formation develops above the eutectic (Figure 3). Further study is required in

order to determine positively the actual solidification pathway so that strategies can be developed

to optimize the yield of the metastable phase.

In the region of the reaction L + AI2 Y -- A13 Y the formation of a highly supersaturated

A12Y phase with the C 15 Laves structure was observed. X-ray diffraction traces obtained in the

transmission mode of the Al-18.lat%Y sample in the as-solidified condition (trace A) and the

post DSC condition (trace B) are shown in Figure 6. From trace A it is apparent that A12Y is the

major phase present with a small volume fraction of Y20 3 and peaks that correspond to the

reported AI4 Y/AI11 IY 3 structure [120]. The AI4 Y/A!1 I Y3 structure is not reported to be an

equilibrium phase in the AI-Y system [78]. Moreover, the metastable A14 Y/Al II Y3 structure

does not exist in the x-ray diffraction trace of the post DSC sample.

From the x-ray diffraction trace B in Figure 6 it is apparent that P3-A13 Y is the major
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phase present along with a small amount of Y20 3 and primary Al. It should be noted that all of

the samples decomposed to P3-AI 3 Y instead of the low temperature polymorph oX-AIl Y even with

repeated heating cycles to 600'C. In contrast, the current versions of the AI-Y phase diagram

would predict the decomposition product to ax-AI 3Y.

The observed lattice parameters of the C15 Laves phase for each sample where the

composition was determined by EDS analysis are shown in table 3 and are plotted in Figure 7

along with the reported lattice parameter of stoichiometric Ai2Y (0.7855 nm) [85].

Table 3

Sample Composition (at%Y) Lattice Parameter of AI2Y (nm)

AI- 18.1Y 0.7780±0.0002

AI-23.4Y 0.7818±0.0008

Al-24.3Y 0.7821±0.0001

AI-31.8Y 0.7844±0.0003

AI-43.8Y 0.7867±0.0007

From Figure 7 it is apparent that the observed lattice parameter of the Cl15 Laves phase

decreases in a linear manner with increasing Al content in the sample. While, the observed lattice

parameter of the C15 Laves phase increases with an increase in Y content from stoichiometry.

The observed lattice parameter of A12 Y in the A1-3 1.8at%Y sample in the post DSC condition

involving decomposition above 400'C and the reported lattice parameter of stoichiometric A12 Y

are 0.7852 ± 0.0004 nm and 0.7855 nm respectively [85]. In agreement with the reported phase

diagram it appears that at equilibrium AI2 Y has little departure from stoichiometry [78]. The

change in lattice parameter also indicates that the AI 2 Y phase is in a supersaturated condition in

the as-solidified sample. From the current work, a substantial amount of supersaturation can be

confidently shown to exist and the extent of supersaturation observed can be reasonably

determined as indicated.

The linear relationship of lattice parameter versus composition seen in Figure 7 compares

favorably to what is seen for Vegard's simple solute substitution model. This would seem to

indicate that the supersaturation of Al in the C15 lattice is substitutional. The amount of

supersaturation observed on the Al rich side of stoichiometry is greater than the amount of

supersaturation on the Y rich side of stoichiometry. This can be explained by 'he difference in

the size of the atoms. From a geometrical standpoint it would be easier to place an aluminum



21

atom on a yttrium site than it would be to place a yttrium atom on an aluminum site, because the

aluminum atom is smaller.

Two simple relationships can be established to model what the change in lattice
parameter versus composition could follow using the packing factor of the C 15 crystal structure,
the Goldschrmidt radii and the ideal atomic radii determined from the crystallography of the
1!10} plane shown in Figure 8. Using the reported lattice parameter 0.7855 nm and the

geometric configuration for Al and Y respectively shown in Figure 8 the ideal atomic radii are
calculated to be 0.1389 nm and 0.1701 nm for Al and Y respectively. The Goldschmidt radii are

given to be 0.143 nm and 0.181 nm for Al and Y respectively [861. The observed lattice
parameters of the samples is plotted along with the calculated relationships in Figure 9. The

slope of both relationships are greater than the slope observed for measured lattice parameters,

but the trend is the same. The model using the calculated ideal atomic radii is taken to be the
best model of the two since it produces a value closer to the reported lattice parameter of the

stoichiometric composition. The linear manner of the data and the similarities of the calculated
relationships appears to indicate that near partionless solidification occurred in the samples and
the supersaturated A12 Y formed is at or near the respective alloy compositions.

The development and extent of supersaturation for the AI2 Y phase which is essentially a
line compound at equilibrium raises a number of questions and also exposes some intriguing

opportunities for controlled solidification processing microstructures. First the usual experience
with line compounds is to expect the To curve to be steeply falling with decreasing temperature

with a position close to the stoichiometric composition. However, when the compound has the

capability to accommodate non-stoichiometric compositions by means of a defect structure in the

ordered lattice, the To curve may exhibit a more shallow drop with decreasing temperature. This
appears to be the case for AI2 Y. Beyond the issue of the possible defect lattice structure, the rate

of ordered phase crystal growth to allow for solute trapping is also uncertain, but is central in

analyzing the kinetic competition between AI2 Y, AI3 Y and the metastable Li12 phase. In this
regard any information on the To curve for A12 Y obtained by upquenching experiments or other

assessments would provide valuable insight. At the same time, the relatively high thermal

stability of AI2 Y and the manipulation of the decomposition reaction for supersaturated A12Y
offer unique opportunities for fine scale microstructures that can be considered for high

temperature applications.

II. C Heterogeneous nucleation

The nucleation of a solid on an energetically favorable surface present within a liquid can



ultimately control the solidification microstructures and interrelated physical and mechanical
properties of many materials. By examining the solidification responses generated from liquids

containing a variety of identifiable catalytic sites such as primary phases. or secondary dispersed

particle additions, it is possible to modify and control the solidification mi. -ostructure by altering
the heterogeneous nucleation response. In order to promote a giv2n solidification pathway via

nucleation on an intended catalyst in addition to conducting a meaningful assessment concerning
the actual catalytic potency of the specified agent. it is essential that all background nucleation
sites more potent than the intended agent be removed or isolated from the sample. Based upon

past and current experience, the DET is well suited for this purpose and can be used effectively
to study heterogeneous nucleation responses generated through primary phase catalysis [87. 881.
In fact the progress in primary phase catalysis has advanced so that it is now possible to conduct

detailed kinetic studies ( as described in section II. E) relating to the catalysis of specific primary

phase nucleation sites.

In further research concerning heterogeneous nucleation catalysis this background is

being used as a basis for the examination of systems in which heterogeneous nucleation of a solid
is produced through particle agents that are introduced into a melt, as a complement to catalysis

reactions in which nucleation of solid is facilitated internally within the melt through the

existence of a primary phase.

The addition of dispersed particle catalysts has wide commercial application as grain
refining agents and as strengthening agents in composite materials as well. In order to examine

factors which influence effective nucleation in systems which rely upon the use of dispersed
particle additions, two investigations were performed by modifying the DET to accommodate for
the production of droplets containing dispersed particles. The procedures used in conjunction
with the DET have allowed for discrete identification of the active nucleation agent present

within a given sample and thus provide a means to assess the potency of the active site and

identify influential parameters which control the heterogeneous nucleation response. These

studies include the undercooling behavior and catalytic trends associated with the nucleation of

droplets of Sn and Al containing a variety of chemically different dispersed particles [56], and a
specific examination of inoculant particles contained in commercial AI-Ti grain refining master

alloys [57, 581.

II.C.1 Dispersed Particle Catalysis of Liquid Droplets

In order to promote nucleation from intended catalysis and obtain meaningful
assessments of actual catalytic potencies of the specified agents, elimination of background
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nucleation sites more potent than the intended agents is essential. The principal features of the

heterogeneous nucleation sites that may be active are illustrated in Figure 10. In the schematic.

site 1 is a residual or isolated impurity, site 2 is the applied droplet coating, and site 3 is a

junction site involving the influence of site 4, the incorporated particle and the droplet coating

(site 2) on the resolved catalytic activity. Based upon this description the nucleation

undercooling will change in response to a change in surface coating when either site 2 or 3 is

active. However, if the activity of the intended inoculant particle exceeds that of the applied

droplet surface coating or a possible junction site between the surface coating and the intended

inoculant particle (sites 2 and 3), then the nucleation undercooling associated with the particle

(site 4) will be unchanged by modifications of the droplet surface coating (site 2). Therefore, by

changing the droplet surface coating and monitoring the undercooling responses of droplet

emulsions containing pure droplets and particle incorporated droplets, the actual catalytic

potency of particle inoculants is established in terms of the operative surface interactions.

The application of this approach is illustrated in Figure 11. In Figure 11 (a), pure Sn

droplets nucleate at an undercooling of 176 0C. In Figure 11 (b) an emulsion with incorporated

Y203 particles produced with an identical droplet coating shows the pure Sn undercooling and
an exotherm associated with catalysis by the Y2 0 3 particles at ~136'C of undercooling, thus

establishing the presence of both Y2 0 3  incorporated and Y2 0 3  free droplets within the

emulsion. By using the coating check procedure it is possible to establish the identity of the

catalytic sites inducing nucleation in the two sub-populations of Sn droplets. In Figure 11 (c) a

Y2 0 3 dispersed particle emulsion produced with a different droplet coating shows a shift n the
pure Sn undercooling form 176'C to 153'C while the undercooling for droplets containing Y2 0 3

particles remains constant at 136'C. Therefore junction site activity between the applied droplet

surface coating and the incorporated particles is absent and the most catalytic sites present within

the emulsions are the interfaces formed between the liquid Sn and the Y2 0 3 inoculant particles

surfaces. It should be noted that because a shift in undercooling with a change in coating

treatments occurs in droplet free of Y2 0 3 particles, the most potent nucleation sites present in

the inoculant free Sn droplet are associated with the applied surface coating.

To emphasize the importance of extrinsic site isolation in relation to obtaining reliable

undercooling measurements that are representative of the actual catalytic potencies of intended

agents, a Sn-Y 2 0 3 incorporated droplet emulsion was prepared without the use of an applied

coating to promote the formation of a uniform, thick ( > 1 l.tm) oxide surface film. Figure 11 (d)

shows a Y2 0 3  incorporated, oxide coated dropl,?t representative of this sample and the

corresponding masking effect of the true catalytic responses.
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An identical experimental sequence was also used to study the catalytic effect of several

other compound inoculant particles incorporated within Sn droplets as well. The nucleation

catalysis results obtained from these studies are summarized in Table 4 which shows the resultant

undercoolings to nucleation attained in the droplet samples that nucleated via incorporated

particle catalysis. From the catalysis results shown in Table 4, it is apparent that a trend emerges

in which similar chemical species of inoculant particles are shown to promote nucleation within a

common nucleation temperature regime. For example, the catalyst particles Al20 3 . TiO2.

Fe 2 03, ZrO2, and ZnO all promoted nucleation of Sn droplets at essentially the same level of

Table 4

Crystallographic disregistry 6 and nucleation undercooling AT in Sn droplets
containing inoculant particles

Inoculant Orientation 6 AT
(I) (P3-Sn)/(I) N% (0c)

A12 0 3  100//0001 33.2 144

TiO 2  001//101 13.8 142

Y2 0 3  101//100 31.6 136

ZrO2  100//100 13.1 142

Fe 3 0 4  110//100 13.9 142

ZnO 100//1010 7.1 139

SnO 110//001 4.6 142

SnO2  100//I 10 7.6 142

CdO 101//110 9.8 97

PbO 001//101 1.2 97

MoS'- 110//0001 20.8 78

WS2  110//0001 20.8 78

CdTe 101//100 6.8 69

Cr 2 Te3  001//0001 26.3 69

PbTe 101//100 6.7 69

SnTe 101//100 6.6 69

ZnTe 101//100 6.4 69

AlP 001//100 7.0 64

InSb 101//100 6.8 97

CaF2 001//100 6.3 157
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undercooling observed for Y20 3 incorporated droplets (AT= -140 ± 4°C). Moreover, the
incorporation of the native oxides, SnO and SnO2, also produced identical nucleation behavior

(AT=142 0 C). Although the CdO and PbO inoculant particles were found to be more catalytically

potent than the other oxides examined, nucleation catalysis also occurred at a common

undercooling level which was identical in temperature to the undercooling level produced in air-

oxidized Sn droplets samples as shown in Figure 11 (d), (AT = 97°C, Tn = 135'C). Similarly, the
nucleation behavior of Sn droplets containing several species of telluride particles also catalyzed

Sn nucleation at a common nucleation undercooling level of 69 0C ('In = 163°C), while Sn

catalysis by the sulfides WS 2 and MoS 2 also resulted in a common undercooling to nucleation at
AT = 68'C, (Tn = 154'C).

In general, effective solidification catalysis is prompted through a lowering of interfacial

energy between the catalytic substrate, the liquid, and solid (nucleus) phases. Two factors that
predominantly influence a lowering of this interfacial energy are a structural contribution that
involves the degree of crystallographic mismatch (disregistry, 6) between preferred planar

orientations of the nucleus and substrate and a chemical interaction contribution [37]. For
disregistry control to dominate the nucleation process and provide for common undercooling in

Sn droplets containing various inoculant particles, similar crystallographic mismatch between Sn

and the various substrates promoting the common nucleation behavior is required. However,

disregistry calculations used to estimate the minimum amount of crystallographic misfit between
various low index planes of P-Sn and the compound inoculant particles that are summarized in

Table 4 show extensive variability and do not support a disregistry controlled nucleation process

[89].

Although it is difficult to judge the exact nature of the atomic interaction at the

catalyst/nucleus interface, the lack of evidence to support a structurally dominated nucleation
process indicates that the observed undercooling trends are primarily dominated by chemical

interaction. Moreover, the occurrence of a chemically dominated nucleation behavior resulting

in common nucleation undercooling levels for Sn droplets containing chemically similar

inoculant particles, is consistent with the formation of adsorbed layers or intermediate

compounds of similar origin at the nucleus/catalyst interfaces as required to satisfy interfacial

equilibrium. A schematic model to illustrate the operation of this catalysis mechanism is
presented in Figure 12.

The body of evidence obtained form the nucleation of Sn droplets suggests that the

selection of the chemically dominated nucleation mechanism is influenced by the ultimate
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thermodynamic stability and crystal chemical properties of the catalytic substrate surfaces in

contact with the liquid. To illustrate this behavior, the influence of inoculant thermodynamic

stability in the liquid as a function of undercooling behavior is highlighted in Fable 5 for oxide

catalysis of Sn.

Table 5

Thermodynamic stability of oxide particles in Sn

Oxide A Grxn1  A Grxn2 A F

(XmOn) (kJ) (kJ) (°C)

AI20 3  +1605 +810 144

TiO- +367 +372 142

Y203 +2119 +1067 136
ZrO2  +537 +542 142

Fe 3 0 4  +35 +45 142

ZnO +141 +73 139

CdO -87 -41 97

PbO -139 -67 97

droplets as determined for 1)SnO2 and 2) SnO formation at I O00K [89].

For substrates which are unstable in contact with the liquid, the formation of intermediate
chemical reaction layers is favored. In addition, the experimental catalysis data also shows that
these reaction layer surfaces are more catalytically potent as nucleation agents than are

thermodynamically stable substrate surfaces which promote a surface interaction that is akin to
chemical adsorption processes. The most effective wetting of substrate materials usually occurs

through liquid/substrate interaction that results from intermetallic layer formation. It is apparent
that an analogous condition has been shown to occur in particle dispersed droplets via nucleation

catalysis on substrate surfaces that are subject to reduction in contact with the liquid phase.

In summary, the results of the current work point clearly to a chemically controlled
nucleation catalysis when nucleation occurs under the influence of dispersed particles at
significant undercooling a geometric control of nucleation catalysis involving a minimization of
lattice misfit disregistry may dominate. However, the issue of the transition undercooling level
that may separate geometric from chemical control of catalysis needs to be resolved in order to
establish guidelines for the selection of the most appropriate nucleation catalysts for a given
undercooling response. By extending this analysis to other particle/melt combinations the
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application of the DET can allow for an identification of the controlling reaction behaviors.

II.C.2 Heterogeneous Nucleation in AI-Ti-X systems

Inoculation treatments are a commercially successful approach fbr the refinement of Al

ingot castings. However the actual mechanisms that control the physical processes of grain

refinement are not well understood. In actual practice a significant degree of refinement

variability exists in the pertormance of inoculation agents [29-30, 35-36]. Moreover, the

commercial data base suggests the grain refiner efficacy is further complicated by several

phenomena such as inoculant dissolution, fading effect, settling or agglomeration of inoculant

particles, impurity poisoning, etc.[30, 25, 52, 55].

In fact, many commercial AI-Ti and Al-Ti-B type grain refinement additions do not

promote efficient grain refinement: bulk grain density measurements from inoculated Al

castings indicate that only 1-2% of the potentially refining particles present in the master alloy

actively promote and result in Al grain formation [29]. Under special conditions inoculant

activity may reach 8-10% of the added refining particles, but this is still a rather poor efficiency.

The usual techniques implemented to assess grain refining efficacy of a substance consist mainly

on the observation of a bulk inoculated sample where quantitative metallography is applied to

measure the average grain size of a casting due to different treatments. This data is then

correlated with the relative grain refiner effectiveness. However, the issue of specific nucleant

identity within a bulk sample cannot be addressed in a reliable way [89, 58, 90, 91] because the

original solidification morphologies associated with the nucleation and growth of Al on effective

particle catalysts are consumed during matrix coarsening and final solidification.

The DET method allows for the measurement of reproducible nucleation catalysis by

isolating background catalytic factors in metallic droplets containing inoculant particles. This

procedure, which was successfully applied to pure Sn containing Y2 0 3 particles [56], has been

extended to the production and the subsequent evaluation of commercial grain refining alloys

based on the Al-Ti system [89, 58, 90, 91]. To accomplish the master alloy powder production a

bulk sample is placed in molten eutectic salt mixture at 800'C which acts as a carrier fluid for the

liquid alloy. Emulsification is carried out at 800'C to assure that phases such as AI 3Ti. i. e. the

potential nucleants, are in contact with the Al-rich liquid phase. A high speed rotating agitator

generates a fine dispersion of alloy droplets dispersed within the carrier fluid. Immediately. the

emulsion is quenched on a Cu or Al chill plate. Finally, the solidified salt mixture is dissolved in

distilled water and the emulsified powder is separated by filtration and sorted by size. An

illustration depicting this procedure is shown in Figure 13.
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In Figures 14 A. B, C DTA thermograms corresponding to a commercial AI-6wti%Ti

alloy in bulk and emulsified droplet samples and a high purity Al-lwt%Ti emulsified alloy

sample are shown. In the commercial alloy traces three reactions are observed (Figures 14 A. B).

At 6720C. i.e., above the equilibrium peritectic temperature, the initial nucleation onset indicates

the presence of inoculant particles that possess an enhanced potency to promote Al nucleation.

[he equilibrium peritectic reaction at 665oC is promoted by the less potent catalytic particles.

The low temperature reaction is most likely associated with a multicomponent eutectic growth

since this reaction does not appear in the highly pure binary alloy (Figure 14 C). In the binary

alloy sample, the reaction at 6720 C corresponds to the Al tormation on an intermediate

metastable AlxTi phase via a non-equilibrium peritectic reaction [92, 93]. The correspondence

between that latter DTA trace with the AI-Ti phase diagram is shown in Figure 15. In

commercial alloys the similarities of the thermal signal at 672°C again suggest the operation of a

metastable peritectic reaction involving the AlxTi phase.

An interrupted nucleation quenching treatment can be used to correlate effective

nucleation catalysis of Al to specific inoculant particles incorporated within the master alloy

droplets. The quenching temperatures are selected in the Al solidification temperature range

accordingly with the reaction signals detected with a highly sensitive DTA during cooling cycles.

Upon quenching the evolving solidification morphology is retained at any desired temperature

and the preserved microstructure after appropriate etching is examined by optical and electron

microscopy. Consequently, an individual DTA signal can be correlated with the transformation

of phases at a particular stage of their evolution, by studying the alloy microstructure.

Particularly, this method has been used to discriminate the most potent catalyst for the Al

nucleation. Once the nature of the reactions taking place upon cooling has been established, a

quenching experiment is performed at a temperature just below the first Al solid phase formation

from the liquid. With this approach, the incipient phase with its characteristic initial solidification

morphology developing on the surface of the most potent nucleant will be retained upon

quenching. On the other hand, all other less potent substrates will exhibit a mostly featureless

(i.e. very fine scale) surrounding Al phase formed during the quenching treatment from the

parent undercooled liquid. Therefore, during SEM examinations, by pinpointing and quantifying

the most effective substrate phases, classified as active, the general performance of the master

alloy is assessed in terms of the percentage of active nucleants relative to all the present inoculant

phases.

Figures 16 and 17 show the resultant quenched microstructure from 671 0C of two

different droplets of the same Al-6wt%Ti alloy sample. A droplet containing an active catalytic
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aluminide particle with rounded Al dendrites radiating from it is shown in Figure 16 A. the

evolving microstructure has been retained by quenching the powder at 6710 C. Another droplet

from the same sample, but containing a less effective aluminide bears a cellular microstructure

produced from a still liquid alloy upon quenching (Figure 17 A). The accompanying Figures 16
B and 17 B consist of Wavelength Dispersive Spectroscopy WDS X-ray maps generated from

the two types of droplets.

Two significant differences are evident between droplets containing active and inactive

inoculant particles. First, a faceted morphology is associated with inefIctive aluminides while ý1.

active inoculant has a more irregular shape. Secondly, quantitative imcroanalysis indicates that

the active nucleants contain Si concentrations which range from -4 to -10 at.%. Meanwhile the

inactive aluminides are found to be essentially Si free. X-ray diffraction examinations have

demonstrated that Si atoms enter into solubility in the AI3Ti, modifying the lattice constant so as

to minimize the interfacial energy between the aluminide and the Al nuclei. The extension of the

(AI,Si) 3 Ti phase field is shown in the AI-Ti-Si phase diagram in Figure 18. Chemical analysis

indicates the presence of small amounts of some Si-rich phases shown in Figure 18, attributed to

a non-equilibrium phase formation promoted by the manufacturing process. These results suggest

in a straight-forward manner that for commercial AI-6 wt.% Ti grain refining master alloys, Si

plays a key role in determining catalytic activity.

Additionally, a further inspection of the WDS X-ray maps of Figures 16 B and 17 B

indicates that for the active aluminides Si is also present in the interdendritic regions and is likely

involved in the solute redistribution required for growth of Al phase during quenching. In other

words, a restrained growth velocity of the catalyzed Al-solid solution also collaborates with the

final grain refining performance of the master alloy. Thus, the actual Si role is presumably a

combination of an enhanced Si-containing substrate and restriction of growth due to solute

redistribution.

On the other hand, commercial AI-Ti-B type master alloys have also been investigated to

elucidate the actual effect of B in the grain refining mechanism. After emulsification, two

commercial alloys containing 5 wt.% Ti-0.2 wt.% B and 5 wt.% Ti-I wt.% B underwent DTA

cycles that resulted in the thermograms depicted in Figures 19 a. b. From the traces, it is clear
that both alloys, despite the significant difference in B content, produce similar reaction signals.

either in absolute values of temperature or temperature ranges. The number of reactions upon

heating and cooling is the same as well.

A set of quenching experiments at different temperatures (indicated in Figures 19 a, b)
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was implemented in order to retain the evolving microstructure and to discriminate the actual

origin of each reaction signal upon cooling. From these experiments and additional Energy
Dispersive Spectroscopy (EDS) analyses, a striking similarity emerges between the thermal

behavior of the B containing alloys and the commercial Al-Ti allovs containing Si. For example.
in Figures 19 a, the reaction at 655°C is due to the formation of Al in the most potent substrate,
the second reaction. at 648°C, is most likely the result of a peritectic transformation that
produces small amounts of AI3 Ti particles and Al on the less catalytic surfaces. The low
temperature reaction, at 646°C, is attributed to the solidification of a multicomponent eutectic

containing small amounts of Fe, Si, etc.

The TI quenched powders were employed to reveal the active particles that promoted the
early formation of ot-Al phase at the highest temperature on the most active nucleant. Figures 20

and 21 show the morphological characteristics of the retained microstructures where active and
inactive nucleants are present in the droplets. Based upon the same criterion that was used in the
AI-Ti-(Si) study, the classification of the aluminides phases in active and inactive indicates that
only a fraction (-8% for the 0.2 wt.% B alloy and -10% for the 1 wt.% B alloy) of the total

amount of intermetallics present catalyses the Al nucleation. For the sake of comparison, the

presence of Si was analyzed using EDS on all the available samples. It was found that no
segregation of Si developed to active droplets, as observed for the AI-6 wt.% Ti samples, but

rather the Si was uniformly scattered throughout the droplets. This result implies that Si does not
appear to play a preferential role in Al catalysis when B is present. Additionally no

morphological contrast ( i.e. faceted or irregular shapes) between active and inactive
intermetallics was observable. The difficulties to detect small amounts of B with standard EDS
detectors limited the ability to reveal any B content difference between potent and less catalytic

nucleants as identified by the initial Al phase microstructure. Complementary qualitative analysis
using highly contrasted Backscattered Electron Image suggests the possible presence of Boron in
the interdendritic regions adjacent to the catalyzed Al-phase. This result suggests a constitutional
effect of Boron in the remaining liquid alloy so as to reduce the aX-Al growth velocity in a similar

fashion as Si does in AI-Ti commercial alloys.

In order to supplement the EDS measurements and to provide information on the possible
solubility of B in the AI3 Ti phase, two-phase Al + AI3Ti alloys were prepared with increasing

amounts of B. The measured lattice parameters at the limit of the Al + AI3 Ti two phase field
were essentially identical to those of pure Al and AI3Ti without B. As a result it is clear that the

beneficial effect of B on grain refinement is not due to an influence on the lattice misfit between

Al and AI3 Ti [94].



As a summary, while the main effect of Boron still remains unclear, several alternatives

have been studied and crucial data has been obtained to help understand the grain refining

mechanisms involved during Al inoculation. While the apparent substrate is still the AI 3 Ti phase.
B additions appear to impede any, solubility of Si into the intermetallic lattice. On the other hand.

B itself is not soluble in that phase either. Both active and inactive aluminides present the same

morphological aspect.

The successful application of the DET to study the influence of incorporated particles on

nucleation catalysis and solidification microstructure development that has been demonstrated in

the present work, has been extended to establish a new capability to examine a variety of

dispersed particle types in Al base matrices such of those of interest in metal matrix composites.

By means of a modification of the emulsification technique, the incorporation of several

types of ceramic particles into pure Al droplets was performed accordingly with the procedure

discussed in Section IV. C. 1. SEM observations of these emulsified composites indicate

adequate wettability between the metallic droplet and the ceramics. An excellent example of this

achievement is shown in Figure 22, where a SiC reinforcing particle is embedded well within a

pure Al droplet. The photomicrograph was taken by using a mixed backscattered and secondary

electron image and reveals a sharp contrast between the particle and the matrix. Similar results

have been obtained for the incorporation of A12 0 3 particles in Al. The successful incorporation

of different dispersed particles in pure Al has also been monitored by thermal analysis to

quantify the influence of particles on undercooling behavior. As noted in Figure 23 a, irregularly

shaped y-A120 3 (I pim) in Al yields a large AT (-I 10°C), but less than that for pure Al. The

nucleation exotherm is relatively broad with evidence of a high temperature shoulder indicating

the operation of several nucleation sites. In addition, the exotherm peak temperature is sensitive

to cooling (Figure 23 a, b) with a shift from -647°C to 592°C in the cooling rates from -3°C/min

to -30°C/min. While the A12 0 3 -Al composite is not chemically reactive, SiC-Al composite have

been reported to react to form an A14 C3 product on SiC [59, 95, 961. The initial thermal analysis

results shown in Figures 24 a, b indicate that for the reactive Al-SiC composite droplets the onset

of freezing during cooling occurs above the onset of melting during heating as would be

expected for reaction product formation. With continued melting and solidification thermal
cycles, additional thermal signals due to a likely eutectic reaction develop as would be expected

to occur with the formation of an A14 C3 reaction product.

Therefore, the application of thermal analysis to composite Al droplets provides

additional capability to monitor reactive particle/liquid systems.



The initial effort on composite Al droplets is continuing, but the current capability

provides the essential experimental background to pursue a systematic investigation of

particle/melt interaction and solidification microstructure evolution in Al alloy metal matrix

composite systems.

1I. D Metastable phase diagrams

With droplet samples it has been demonstrated in a variety of alloys displaying the full

range of phase reaction types that an accurate measurement -"" metastable phase equilibria is

possible. This data has proven to be extremely useful in several ways such as in the proper

interpretation of solidification pathways [9] and in the complete modeling of both the stable and

metastable phase equilibria [97, 98] . Instead of repeating developments which are well

documented in the published literature, some new examples will be used to illustrate the unique

value of this approach in analysis of solidification structure evolution.

1. Supersaturation in Sn-Sb alloys

As an initial illustration it is of value to examine the development of supersaturated Sn-

rich solid solutions in Sn-Sb alloys during solidification at maximum undercooling. As shown in

the phase diagram of Figure 25 the Sn-Sb system displays a peritectic reaction (actually two

peritectics) for Sn-rich alloys. In droplet samples, large undercooling, AT -TL - Tn, in

excess of 1001C is observed (Figure 26) and yields a metastable solidification product which

decomposes upon heating at Td before the onset of the peritectic melting. A detailed and careful

X-ray diffraction study of droplet samples quenched from Tn and examined at subambient

temperatures to minimize decomposition effects has confirmed that the initial solidification

structure formed at a high undercooling was a supersaturated Sn solid solution for alloys up to 22

at.% Sb. This is indicated by the lattice parameter trend in Figure 27 and the droplet

microstructures from interior sections that are given in Figures 28 A. B.

Upon a first inspection the observed behavior for Sn-Sb alloys is similar to that observed

in many other alloys where a metastable extension of primary phase solid solubility develops

following rapid solidification at high undercooling. In all of these cases the modification of

powder microstructure and the operative solidification pathway at high undercooling can be

analyzed from a consideration of the stable and/or metastable phase boundaries. For

supersaturated 3-Sn solid solutions, the relevant phase boundaries are the metastable liquidus and

solidus as well as the 13/Liquid To curve, which represents the maximum temperature for which

partitionless solidification of P3 is possible.



An extension of the liquidus, solidus and the To curve for f3 + L equilibria obtained from

thermodynamic solution model calculations is plotted on the phase diagram in Figure 29. It is

significant that the metastable phase boundaries coverge to a congruent point at about 15 at.%

Sb. In order to obtain high levels of supersaturation it is necessary to attain nucleation
temperatures below To0 /L. However, for Sb contents in excess of that corresponding to the

congruent point. dT- > 0> dT- so that the undercooling required to initiate partitionless

dXsb dXsb

solidification increases dramatically. Indeed, the observation that f3 solubility can not be

extended beyond about 22 at.% Sb is consistent with the interpretation of the metastable phase

ecquilibria and explains the results of other studies. Moreover, as a result of the detailed analysis

of the Sr.-Sb data an important constraint on the extension of solubility due to a metastable

congruent point has been identified and may be a general feature in a number of peritectic

systems.

2. Microstructural Transitions in Fe-Ni alloys

As a further test of the application of droplet samples together with an analysis based on

metastable phase diagrams and competitive kinetics, the microstructural development has been

examined after solidification in undercooled Fe-Ni alloys. Even though the Fe-Ni system has

beer, studied previously the solidification behavior has been reported in different studies to

follow various pathways, with apparent dissimilarities existing as a function of sample size and

processing conditions. In order to identify the possible hierarchy of microstructural pathways

and transitions, a systematic evaluation of the microstructural evolution in undercooled Fe-Ni

alloys was performed on uniformly processed samples covering seven orders of magnitude in

volume. At appropriate undercooling levels, alternate solidification pathways become

thermodynamically possible and metastable product structures can result from the operation of

competitive solidification kinetics. For thermal history evaluation, a heat flow analysis was

applied and tested with large Fe-Ni alloy particles (1 to 3 prm), to assess undercooling potential.

Alloy powders (10 to 150m), with large liquid undercoolings, were studied under the same

composition and processing conditions to evaluate the solidification kinetics and microstructural

evolution, including face-centered cubic (fcc)/body-centered cubic (bcc) phase selectiorn and the

thermal stability of a retained metastable bcc phase.

For the high melting temperature Fe-Ni alloys it was advantageous to employ a drop tube

facility sketched in Figure 30 to promote undercooling by cont.'inerless processing and also to
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provide a means to enhance the cooling of droplet samples tbllowing solidification. For the large

drops ( to 3 mm) and assuming Newtonian heat transfer conditions i. e. Biot number is less than
10-2 [99], and applying the Ranz-Marshall relation for a flow past a submerged sphere [ 1001. a

numerical analysis of the heat flow yielded undercoolings of -160'C below the liquidus

temperature of the fcc phase. The numerical analysis results for the alloy compositions processed

in a He-2% H2 atmosphere are plotted in the upper portion of the Fe-Ni phase diagram of Figure

31. From this model it is apparent that metastable bcc phase formation from the melt is
thermodynamically feasible and may compete with fcc phase development.

The X-ray diffraction evidence suggests that the crystal structure of the Fe-Ni alloys was

fcc at some point during processing and subsequently transformed to martensite during

processing. In the case of the powders (10 to 150 pam), the X-ray diffraction results suggest that

martensite exists in a percentage of the large powders (75 to 100 .tm) while a non-martensitic bcc

phase prevails in the fine powders (30 to 44 pim). The SEM and optical microscopy observations

show the presence of a mainly bcc cellular/dendritic morphology in the fine powders and

evidence of a martensitic transformation in the large droplets. A quantitative measurement of the
volume fraction of the metastable bcc phase as a function of the droplet diameter for Fe-i15 wt.%

Ni powder processed in He and He-2% H2 atmospheres is shown in Figure 32. A further

kinetics analysis of the data in Figure 32 reveals a similar reaction mechanism (i.e. surface

nucleation) but a difference in catalytic site density that may be due to the reducing effect of the

He-2% H2 atmosphere. This supports the important role that processing environment can have

on product phase selection.

Based upon the detailed microstructural observations there are two possible solidification

pathways. As schematically shown in Figure 33 either bcc or fcc phases could develop upon

freezing, depending on the nucleation and growth competition. Moreover, if bcc solidification

occurred, the bcc phase could decompose into the fcc phase and then to martensite upon cooling.

During the period of recalescence and heat extraction there is sufficient time available for solid-

state transformations as demonstrated by solid-state upquenching treatments. For fast cooling

rates and/or sluggish decomposition kinetics the high temperature bcc phase could be retained to

room temperature. It is well-known that the transition Ms temperature is relatively independent

of the cooling rate [101] and that martensitic phase always develops from the fcc phase.

Therefore only the bcc 6 and martensite phases are possible provided that Ms is above room
temperature. On the other hand the presence of an equiaxed grain structure can be explained as

the result of a metastable bcc dendritic structure formed from the melt which then transformed

into the stable fcc with an equiaxed grain structure before forming martensite. This process is
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illustrated in Figure 34.

In fact, the latter pathway has been confirmed by the results of upquenching treatments

that are summarized in Figure 35. Essentially, the fine powders cool fast enough in the solid

state to retain the metastable bcc phase solidification structure, but the large drops which cool

slowly undergo a solid state reaction from the as-solidified bcc phase to an fcc phase which then

transforms to martensite. Based upon this analysis a consistent, clear trend is apparent for the

first time in the solidification microstructure development for Fe-Ni alloys. When the liquid

undercooling falls below the metastable bcc liquidus, the bcc phase develops from the melt.

A summary of the results and analysis of solidification microstructure development in Fe-

Ni alloys is presented in Figure 36. The log of droplet diameter vs nickel content is used as a

guide to delineate regimes of microstructural development. With decreasing droplet size, larger

cooling rates and undercooling apply and, combined with nucleant isolation in the solid state. can

account for the change in phase retention below a certain size. The transition size was taken as

the approximate droplet diameter where an equal abundance of the two different morphologies

(cellular/dendritic vs martensitic) was found so that the trend in Figure 36 may approximate

isokinetic-type behavior. Above this transition, the bcc phase formed from the melt, decomposed

to the stable fcc phase, and then transformed to martensite (o'). Indeed, the transition size

provides a useful means of defining and distinguishing between bulk and powder processing

behavior in the Fe-Ni system. In effect, the summary plot given in Figure 36 represents a map

which provides in outline form the domains of microstructure development in terms of

processing (i.e. sample size) and sample variables (i.e. alloy composition) that can be controlled

in a regulated manner. A more complete analysis requires a detailed consideration of the

competitive reaction kinetics under the influence of a changing thermodynamic driving free

energy. However, if the boundary separating bcc phase retention and decomposition in Figure

36. is regarded as isokinetic in nature and rate-limited by the solid-state heterogeneous nucleation

of an fcc phase from the bcc solidification product, then for a given sample composition during

continuous cooling at a constant rate T,

a [Al]a JTy7 J;, (T) dT = I [AI1]

T
where a is the heterogeneous nucleation site (i.e. sample surface) area, Ja(T) is the steady-state

heterogeneous nucleation rate, and TN is the nucleation temperature. Since Ja(T) is a relatively

steep function of T with most of the value occurring near TN, Eq. [Al] may be approximately

expressed by
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Ja AT [A21
T

where AT = L T.,. If it is considered also that along the retentionrdecomposition boundary

J, is constant, then for powders where a x d2 and T x d- 2 [991,

d4AT _= constant [A3]

Since AT for the solid-state bcc -+ fcc reaction can be expected to scale with alloy composition

(over a narrow composition range) the trend in the experimental data of Figure 36 is plausible

and in fact agrees with the power-law dependence given by equation [A3].

II. E Droplet Nucleation Kinetics

As a liquid is cooled further into the deeply undercooled regime an increasing variety of

structural options develop with either crystallization or vitrification. While there have been a

number of kinetics calculations [102] presented to account for the observed structures developed

in a given system or for the estimated critical cooling rate for glass formation, such calculations

have not been as successful in providing detailed predictions of kinetic behavior that can be

tested by experiment. This difficulty appears to be due in part to the sensitivities of such

calculations to system specific input data which is usually not available for most systems but has

been estimated by various approximation models. These points may be demonstrated clearly by

examining the competition between glass formation and crystallization in a near eutectic Au-Pb-

Sb alloy.

Based on classical theory the heterogeneous nucleation rate Ja can be represented as [1051

J a = •- exp(-AG */kT) (1)

Appropriate values for the prefactor oa and nucleation barrier AG * can be derived for different

conditions. The liquid viscosity Ti is given by TI(T) = 10-3 3 exp[3.34TE /(T- Tgo)] with TE as

the eutectic temperature and Tgo the ideal glass temperature. The activation barrier AG * is

given in general by AG* = baxLf(0) / AG' where aXL is the crystal/liquid interfacial energy, f(0)

is a function of the contact angle 0 involved in heterogeneous nucleation, AG, is the driving free

energy for nucleation per unit volume of product phase and b, is a geometrical factor. During

continuous cooling at low rate, the onset of nucleation within a time t and for a droplet with
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catalytic surface area a and heterogeneous nucleation rate Ja pure unit area is given to a good

approximation as [75]

lnt = -ln[a.Q,/ [K(T,)rl]+bo, b (0)!(AG'kT) (2)

where K represents a constant at the nucleation temperature. From measurements of AT at

different cooling rates, T to give t as AT / T. the prefactor term A = aQ,/[K(T,)rl] and the

interfacial energy related term B = ba Lf(o)/k may be derived from experimental results if

separate values for he driving free energy are available. The kinetics can be accurately

determined by differential scanning calorimetry if there is a well defined crystallization onset at

large supercooling as is the case in the Au-Pb-Sb system.

With droplet samples that exhibited a maximum undercooling level of 0.3 TL before the

onset of heterogeneous nucleation, a wide range of liquid specific heat measurement was

accessible as illustrated in Figure 37 where separate values determined for the crystalline state

are also displayed [71]. Based on the measured data and standard thermodynamic analysis, the

entropy and enthalpy of liquid and crystal could be assessed and used to evaluate the ideal glass

temperature (where AS = SL - SX = 0) as 313K and the free energy difference between liquid and

crystal. From the continuous cooling kinetic studies, the measured parameters for the prefactor

A=l.8xl0 1 6 s-1 and the interfacial energy related slope B=1.02xl0 8 KJ 2 cm-6 which yields a

value for AG * of about 41 kT.

The specific heat measurements of undercooled liquid in glass forming Au-Pb-Sb alloys
cover much wider temperature range and previously reported for several pure metals and alloys

[103]. In fact, at the deepest undercooling the liquid heat capacity is almost twice that of the

solid. This has an important effect on the actual value of the driving free energy available for

crystallization. As noted previously, there have been various approximations to quantities such

as the driving free energy ranging from a simple linear treatment with undercooling to a more

complex fitting relations [10, 104, 105]. At low undercooling the differences between the
various models and the actual experimental measurements are too small to discriminate between

the different models as presented in Figure 38, but at high undercooling it is clear that none of

the models accurately follows the experimental measurements for Au-Pb-Sb alloys [103].

When the measured crystallization kinetics are compared with the calculated values based
upon the measured kinetic parameters and driving free energy and corrected for the temperature

dependence of the viscosity, the resulting kinetic curves can be compared as in Figure 39. In this

case it is clear that the apparently small differences in predicted values for AGv at the largest
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undercooling yield much more significant differences in predicted kinetic behavior [71j. Indeed.

none of the free energy approximation models produces a satisfactory fit to the observed

crystallization behavior which in turn is confirmed with the fact that the critical cooling rate

determined for glass formation is of the order of 103°C/s. When transient effects [106] which

may be expected to become important as the glass transition is approached are included, there is

a minor adjustment of the kinetic curves in Fig. 39, but the critical cooling rate is not affected

significantly.

Based on this example it is clear that a reasonable assessment of the competition between

glass formation and crystallization over a wide range of undercooling and cooling rate is possible

if experimental kinetic and thermodynamic data for the undercooled state are available. This

reveals the importance of using measured values of thermophysical properties as a basis for

extrapolations into the glass forming regime, in contrast to model approximations that are often

inconsistent and only valid at very low undercooling.

II.F. Controlled Alloy Phase Nucleation Catalysis

As the previous discussion on kinetic competition in Au-Pb-Sb alloys has illustrated, the

main nucleation process responsible for the onset of crystallization even at the deepest

undercoolings that are accessible experimentally is usually catalyzed at a heterogeneous

nucleation site. With this in mind, a key issue in developing a more quantitative analysis of the

kinetic competition that controls phase and microstructure selection is the identification of the

active nucleation site. Once again, due to the flexibility of the droplet technique, it has been

possible to introduce known heterogeneous sites to permit a controlled nucleation catalysis

evaluation.

The approach for the evaluation of alloy phase catalysis is summarized in Figure 40. The

first cycle in Figure 40 indicates that the sample exhibits an undercooling ATmax when it is

cooled from a temperature above the liquidus. By annealing droplet samples between the

peritectic temperature, Tp, and the liquidus, a two phase mixture is generated consisting of solid

P3 phase and liquid within each droplet. When the sample is cooled from the annealing

temperature as in the second cycle in Figure 40, a level of undercooling of AThet below Tp is

observed which can be used as a measure of the catalytic potency of 13 for nucleation of cc from

the remaining liquid. With this experimental design, the liquid and 13 coexist in a metastable

equilibrium during the slow cooling to Thet. However, since the volume fraction of P3 phase is

increasing with decreasing temperature, the heterogeneous catalysis reaction observed is likely to

depend upon the atomistic configuration of the 13-liquid interface and the interface movement.
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In fact, most often the interaction at liquid-solid interfaces during wetting or nucleation

reactions is considered in terms of a static interface, but this viewpoint can be misleading as a

generalization as shown by the illustration in Figure 41. In addition for the case of solid particles

dispersed within a liquid that is typical for composite processing the viewpoint of a dynamic

interface character may be most appropriate. During either continuous cooling or isothermal

holding the operation of diffusion in the interface region can alter the morphology of particles

yielding motion of a particle-liquid interface on an atomic scale which of course is the important

size scale for nucleation processes.

When the above approach is applied to a real system, some interesting details of the

catalysis behavior are revealed as illustrated in the thermal analysis traces in Figure 42 The

results shown were obtained on a Sn-16 at.% Sb alloy droplet sample where the solid catalyst

was a Sn 3 Sb 2 phase with a cubic rock salt structure. During cycle 1, a broad freezing exotherm

was detected ranging from about 210'C to 185°C. Based upon experience, this broad exotherm

represents the summation of signals from several nucleation sites of slightly different potency.

With continued thermal cycling to 10 repetitions, the initially broad exotherm becomes more

sharply defined with a peak temperature that decreases. In addition, as the initial onset at about

21 0°C is removed at cycle 5, a new exotherm at about 182°C develops and grows in magnitude

with continued cycling. Supplementary microstructural studies have also established that with

cycling the Sn 3 Sb 2 phase changes morphology from irregular crystals in cycle I to well

developed faceted crystals in cycle 10.

From these observations and other extensive studies including detailed nucleation

kinetics measurements, a model has been developed to describe the general atomistic features of

the catalysis reactions. The model is based on the realization that in order for a site at a liquid-

solid interface to be active in crystal nucleation, the topographic feature must be of a size

comparable to a radius of a spherical cap nucleus, i.e. several nm. From this basis a geometric

model of the heterogeneous nucleation sites has been proposed as shown in Figure 41 Three

principal features are illustrated in order of decreasing catalytic potency: static steps (A), growth

steps (B) and facet planes (C). Initially the catalytic solid surface contains many large (almost

macroscopic) static steps which permit edge nucleation as illustrated for the shaded wedge

shaped nucleus A in Figure 41 With thermal cycling and interface movement to yield the

required changes in phase fractions, the large static steps are removed as the surface equilibrates

towards a faceted configuration. However, growth steps of atomic dimensions are present during

the removal of static steps and allow for a fine scale adjustment of interface configurations. The

nucleation potency of a growth step is a function of the step velocity as documented by kinetic
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analysis. Along with the progressive removal of static steps, large areas of facet planes which are

atomically smooth and remote from any moving growth step develop and provide tbr a low

potency for catalysis. From this geometric model and other supporting evidence it is possible that

the exotherms at 210'C, 190'C and 182°C represent catalysis by static steps. growth steps and

facet planes respectively.

The results of this study have allowed for a quantitative assessment of the undercooling

of liquid alloys, the stability of solidification structures, an improved comprehension of the

reaction path followed during alloy solidification including the influence of competing

metastable phase reactions and contribute to an improved understanding and modeling of

microstructure evolution during RSP and other processing such as spray deposition, surface

melting and composite fabrication. It is clear that the full potential for the use of nucleation

control in soldificatoin processing has not yet been realized.
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Figure 2

Comparison of the measured values of To with the Si-rich portion

of the Sn-Bi phase diagram and the calculated To curve (dashed

line).
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A partial Al-Y binary phase diagram indicating the range of
compositions studied and the phases formed by rapid solidification
processing.
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X-ray diffraction traces of the AI-3at%Y sample in the as-
solidified condition' (trace A) and in the post thermal cycling
condition (trace B) showing the presence of L I 2 reflections.
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Figure 7

The observed lattice parameters of the supersaturated AI2Y phase

versus the composition determined by EDS analysis.
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Figure 8

The crystallography of the { 110 plane along with the geometric
relationships of the atoms.
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The observed lattice parameters of supersaturated Al2Y phase
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Figure 10

Schematic illustrating (a) nucleant isolation and particle
incorporation during droplet emulsification and (b) potential
nucleation sites in a particle incorporated droplet.
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Figure 11

Nucleant site identification in pure Sn and Y2(); particle dispersed
Sn droplets.
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Figure 12

Schematic illustrating the nucleation catalysis model for inoculant
particles that are stable in liquid Sn.
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Figure 13

Schematic illustrating the production of Al master alloy droplet
emulsions containing incorporated inoculant particles.
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Figure 14

DTA thermograms depicting the melting and nucleation behavior
of (A) a bulk commercial AI-6 wt.% Ti master alloy sample. (B) a

droplet sample of the commercial AI-6 wt.% Ti master alloy and
(C) high purity Al-I wt.% Ti.
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Figure 16

SEM photomicrograph (A) and corresponding X-ra\ map iB) of a
master alloy droplet containing irregular faceted Si bearing
inoculant particles that promoted Al nucleation prior to quenching
from 67 1 (.



Figure 17

SENI photomicrograph (A) and corresponding X-ra\ map (B) of a
master alloy droplet containing a hlock% taceted Si 'rcre inoculant
particle that has not promoted Al nucleation prior to quenching
from 6 710 C.
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Figure 18

Enlarged view of the Al-Ti-Si phase diagram with superimposed
EPMA compositional data from inoculant particles found in the

master alloy droplets.
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Figure 19

DTA thermograms obtained for AI-6wt.% Ti commercial alloys

containing different amounts of Boron. The corresponding reaction
temperatures are indicated as well as sets of quenching
temperatures TI, T2, and T3: a) 0.2 %wt.B b) 1 %wt.B



Figure 20

Mixed backscattered and secondary electron irnage of .\-.-6 xvi

Ti-0.2 wt.% B alloy droplets quenched at TI (Figure 1•b.
revealing an active (:\) and inactive (1 intermetallics. The sample
was etched using- 4'% NaOH solution followed by 40 o f IF solution.
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Mfixed backscattered and secondary, electron image ot' Al-6 A.

Ti-()2 _ wt. % B alloy droplets quenched at 1-1 biueI').
revealinu an actI\e (A) and inacti\ e I1) Intermetallics. I-he 11ample
\\ as etched usInu,40 N)aOlI soIlution t*0llowed h, 4(),, ill- SýOILutin.
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Figure 21

Mixed backscattered and secondary electron image of AI-6 Wt.%'o
Ti-I wt.% B alloy droplets quenched at TI (Figure 19 b). revealing
an active (A) and inactive (I) intermetallics. The sample %as
etched using 4% NaOH solution followed by 4% HF solution.
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Figure 22

Mixed backscattered and secondary electron image

photomicrograph of an unetched pure Al droplet containing a SiC

particle emulsified at 8000 C.
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Figure 23

Differential Thermal Analysis traces generated by 7A)20 3-Alcomposite droplet samples containing I p.m yA20 3 particTes at aheating rate of 50C/min and cooling rates of: a) -3 0 °C/min. b) -30
C/min.
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Figure 24

Differential Thermal Analysis traces generated by a SiC-Al

composite droplet sample containing 10-40 4m SiC particles at

heating and cooling rates of 5°C/min during: a) First cycle after

emulsification. b) Second cycle after emulsification.
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Figure 25

The Sn-Sb phase diagram of Predel and Schwermann. B. Predel
and W. Schwermann. J Inst. Met., 99, 169 (1971).
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Figure 26

DTA thermogram of the emulsified Sn-16 wNt.% Sb alloy. The
sample was prepared under argon and treated with organometallic
acids.
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Figure 27

Compilation of measurements of the P3 lattice constant ao as a

function of Sb content. Circles:Lee and Raynor (Ref: J. A. Lee and
G. V. Raynor, Proc. Phys. Soc., B67, 737 (1954); squares: Varich

and Yakunin (Ref: N. I. Varich and A. A.Yakunin. Izv. Akad. Nauk

USSR. Met., 2, 229 (1968), filled circle: Kaczorowski and Matyja
(Ref: M. Kaczorowski and H. Matyja. J. Mater. Sci.. 14, 2887
(1979); and filled square: present investigation.
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Figure 28

SEMt micrographs of emulsified Sn-16 at.%o Sb: argon cover with

aciid treatment. A,\T 100'C .T =200'C s-1. Nticrograph A: as-
solidified conditioru powders consist of supersaturated ~
Micrograph B: aged at room temperature: f3 contains a dispcrsion
of SnSb precipitates.



75

260-

LU-)"."/'' / L+e

0

w250

<

-240

230 p

0 5 10 15 20

ATOMIC PERCENT Sb

Figure 29

Tin-rich porL'on of the Sn-Sb phase diagram showing metastable

extensions of the P3 liquidus and solidus as well as T!, ' (dot-dashed
line). A metastable melting point maximum is indicated in the
vicinity of 15 at.% Sb. Open circles: Predel and Schwermann B.
Predel and W. Schwermann. J. Inst. Met.. 99, 169 (1971), open
squares: Iwase et al (Ref: K. lwase. N. Aoki and A. Osawa. S'i.
Rep. Tihoku Univ._ 20. 353 (1931): and filled circles: present
investigation.
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Figure 30

Schematic of the drop tube apparatus: (a) powder processing and
(b) drop processing.
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Figure 31

High-temperature Fe-Ni phase diagram with the undercooling
levels of the large drops processed in He-2% H- labeled.
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Figure 32

Comparative rnetastable bcc yields vs. average droplet diameter for
Fe- 15 At.% Ni powder processed in He and He-2 % H-
atmospheres.
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Figure 33

Schematic of two possible solidification pathways and different

solid-state reactions for drop tube-processed samples.
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Figuie 34

Schematic illustration of the microstructural evolution in large
drops processed in the drop tube (S.C.B. =solidification cell
boundary; G.B. = grain boundar ' martensite).
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Figure 35

Schematic of solid-state powder processing pathways in Fe-15

wt.% Ni superimposed on a continuous cooling transition curve for

bcc -> fcc: T1 = cooling of solid powder (d = 30 to 44 rtm)

processed from the melt: T2 = cooling of solid powder (d = 75 to

100 ýtm) processed from the melt: T- = heating of solid powder (d

= 30 to 44 utm) during reprocessing in the solid state: and T 4 =

cooling of solid powder (d = 30 to 44 tim) during reprocessing in

the solid state.
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Figure 36

Summary of the structural evolution in the drop tube processing of
Fe-Ni alloy processed in a He-2% H2, environment.
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Figure 37

Heat capacity data measured for liquid and crystalline
Au 53 .2Pb27 .5 Sb 19 .3 alloys.
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Figure 38

Free-energy difference between undercooled liquid and eutectic
solid per unit volume based on different approximations including
the experimental data.
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Figure 39

Calculated steady-state heterogeneous nucleation kinetics of glass-
forming Au-Pb-Sb alloys including a correction fbr the
temperature dependence of the viscosity of the prefactor terms for
the different models for AGv and the resulting ideal glass transition
temperatures with the experimentally derived ideal glass transition

temperature indicated as T,0. The curves correspond to the
extrapolation of experimental data (exp.), (b) to the approximation
of AGv and TAS=O by Dubey and Ramachandrarao, Acta Met.. 32.
91, (1984).. (c) by Thompson and Spaepen. Acta Met.. 27. 1855,
(1979), and (d) by Hoffman. ,J. Chem. Phys.. 29, 1192, (1958),
respectively.
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Figure 40

Illustration of the approach used to measure the catalyticpoec
of a primary substrate for nucleation of secondary phase.
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Figure 41

Geometry of heterogeneous nuclei with various substrate growth
modes.
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Figure 42

Exotherms observed during cooling phase of "het" cycles. The
numbers along the right-hand side correspond to the cycle number.
Note that the exotherm at 210'C disappears with increasing
cycling, while the exotherm at 182'C increases.


